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YM4 | Type indication | 6-YM4-4d-C-L YM4R | Type indication | 6-YM4R-¢d-C-L-¢dR-LR-H YM4V | Type indication | §-YM4V-¢d-C-L-0-¢dV-LV-H
YMA4F | Type indication | 6-YM4F-¢d-C-L YM4RF | Type indication | §-YM4RF-¢d-C-L-¢dR-LR-H YMA4VF | Type indication | 6-YM4VF-¢d-C-L-6-¢dV-LV-H

Example of description: 60-YM4F-10-50-100...
The "F" at the end of each product name indicates flux processing of automatic welding.

¢d Min. L - C size -

60 90
$8 30 15~80 15~60
$10 35 15~90 20~80
$12 40 25~100 25~80 Y cast anchor metal (Namita type)
14 50 30~100 30~80 Flat cast type 124
$16 60 35~100 35~80 YM4. YM4R. YM4V
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YM5 | Type indication | §—YM5-¢d-C-L YMS5R | Type indication | -YM5R-¢d-C-L-¢dR-LR-H YM5V | Type indication | 6-YM5V-¢d-C-L-6-¢4dV-LV-H
YMS5F | Type indication | §-YM5F-#d—-C-L YMS5RF | Type indication | §~YM5RF-g¢d-C-L-¢dR-LR-H YMS5VF | Type indication | §~YM5VF-¢d-C-L-6-¢dV-LV-H

Example of description: 60-YM5-10-50-100

gd | Min. L _ Csize .

60 90
48 30 15~80 15~60
$10 35 15~90 20~80
$12 40 25~100 25~80 Y cast anchor metal (Namita type)
14 50 30~100 30~80 Corrugated cast type 125
$16 60 35~100 35~80 YM5. YMBR. YM5V

£4 NAMITAKIKO CO,LTD.
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YLM4/5 - YLM4R5 - YLM4V5 -
YLM4/5 | Type indication | §-YLM4/5-¢d-C-L-L1 YLM4RS5 | Type indication | §-YLM4R5-¢d-C-L-L1-¢dR-LR-H YLM4V5 | Type indication | 6-YLM4V5-¢d-C-L-L1-6-¢dV-LV-H
YLM4/6 | Type indication 6—YLM4/6—¢d—C—L—L1 YLM4R6 | Type indication 6—YLM4R6—¢d—C—L—L1—¢dR—LR—H YLM4V6 | Type indication | 6-YLM4V6-4d-C-L-L1-6-¢dV-LV-H

Example of description: 60-YLM4/5-10-50-100-40... L1 is more than three times ¢d (if not specified, three times ¢d)

The "5" at the end of each product name indicates that the bending direction of the leg is at the right angle toward Y.
The "6" at the end of each product name indicates that the bending direction of the leg is parallel toward Y (as shown in this drawing).

YL cast anchor metal (Namita type)
Flat cast type 126

YLM4. YLM4R. YLM4V
K% NAMITAKIKO CO,LTD.
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YLMS5/5 | Type indication | §-YLM5/5-¢d-C-L-L1 YLM5RS5 | Type indication | §-YLM5R5-¢d-C-L-L1-¢dR-LR-H YLM5V5 | Type indication | 6-YLM5V5-¢d-C-L-L1-6-¢dV-LV-H
YLM5/6 | Type indication | §-YLM5/6-¢4d-C-L-L1 YLM5R6 | Type indication | §-YLM5R6-¢d-C-L-L1-¢dR-LR-H YLM5V6 | Type indication | §-YLM5V6-¢d-C-L-L1-6-¢dV-LV-H

Example of description: 60-YLM5/5-10-50-100-40... L1 is more than three times ¢d (if not specified, three times ¢d)

The "5" at the end of each product name indicates that the bending direction of the leg is at the right angle toward Y.
The "6" at the end of each product name indicates that the bending direction of the leg is parallel toward Y (as shown in this drawing).

Drawing No.
YL cast anchor metal (Namita type)
Corrugated cast type 107

YLM5. YLM5R. YLM5V

£4NAMITAKIKO CO,LTD.




